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Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

REPORT; 098-1630 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BY', J. BARRON 
DATE PRINTED: 23-BEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Assss

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Asssu Prep 60
Ssisple Pickup 1

remarks: final results now all reported.

REPORT COPIES TO'. MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO*. MR. JIM BARRON

, 
Bondar-C!c-o, Inc. 
12 80 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1630 ( COMPLE TE l --------

CLIENT! BROHM MINING CORP , 
PROJECT! NONE LISTED 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

[ REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 23-DEC-88 c___ _____________________________ _ 

NUMBER OF LOWER 
ORDER ELEMENT 

Gold 

ANALYSES DETECTION U NIT EXTRACTION METHOD 

1 Au 

SAMPLE TYPES 

fl DRILL CORE 

NUMBER 

60 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

REMARKS! FINAL RESULTS NOW ALL REPORTED, 

REPORT COPIES TO! MR , JIM BARRON 
MR, JIM BARRON 

NUMBER 

60 

Fire Assay 

SAMPLE PREPARATIONS NUMBER 

Assa1:1 Pre? 
Sa11Ple Picku? 

INVOI CE TO! MR, JIM BARRON 

60 
1 
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REPORT: 098-1630 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OFT

D2 R88-523-0-5 0.010 D2 R88-523-200-205 <0.002
D2 R88-523-5-10 0,009 D2 R88-523-205-210 <0,002
B2 R88-523-10-15 <0.002 D2 R88-523-210-215 <0,002
D2 R88-523-15-20 0.004 D2 R88-523-215-220 <0.002
D2 R88-523-20-25 <0,002 D2 R88-523-220-225 <0.002

D2 R88-523-25-30 <0.002 D2 R88-523-225-230 <0.002
D2 R88-523-30-35 <0,002 B2 R88-523-230-235 <0,004
D2 R88-523-35-40 <0,002 D2 R88-523-235-240 <0.002
B2 R88-523-40-45 <0.002 D2 R88-523-240-245 <0.002
D2 R88-523-45-50 <0.002 B2 R88-523-245-250 <0.002

D2 R88-523-50-55 <0.002 D2 R88-523-250-255 <0,002
D2 R88-523-55-60 <0,002 P2 R88-523-255-260 <0.002
D2 R88-523-60-65 <0,002 D2 R88-523-260-265 <0,002
D2 R88-523-65-70 <0,002 D2 R88-523-265-270 0.014
D2 R88-523-70-75 <0,002 D2 R88-523-270-275 0.003

D2 R88-523-75-80 <0.002 B2 R88-523-275-280 <0,002
D2 R88-523-80-85 <0,002 D2 R88-523-280-285 0.066
D2 R88-523-85-90 <0,002 D2 R88-523-285-290 0,024
D2 R88-523-90-95 <0.002 D2 R88-523-290-295 0.024
D2 R88-523-95-100 <0.002 D2 R88-523-295-300 2,300

D2 R8S-523-100-105 <0,002
D2 R88-523-105-110 <0.002
D2 R88-523-110-115 <0.002
D2 R88-523-115-120 <0,002
B2 R88-523-120-125 <0,002

B2 R88-523-125-130 <0.002
D2 R88-523-130-135 <0.002
B2 R88-523-135-140 <0.002
D2 R88-523-140-145 <0,002
D2 R88-523-145-150 <0.002

D2 R88-523-150-155 0,006
D2 R88-523-155-160 <0,002
D2 R88-523-160-165 <0.002
D2 R88-523-165-170 <0.002
D2 R88-523-170-175 0,007

D2 R88-523-175-180 <0.002
D2 R88-523-180-185 0.005
D2 R88-523-1S5-190 <0,002
D2 R88-523-190-195 <0,002
D2 R88-523-195-200 <0,002

Bon~ar-CJ Inc. 
129 0 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1630 

SAMPLE ELEMENT 
NUl'IBER UNITS 

D2 RBB-523-0-5 
D2 RBB-523-5-10 
D2 RBB-523-10-15 
D2 RBB-523-15-20 
D2 RBB-523-20-25 

D2 RBS-523-25-30 
D2 RBB-523-30-35 
D2 RBB-523-35-40 
D2 RBB-523-40-45 
D2 RBS-523-45-50 

D2 R88-523-50-SS 
D2 R88-523-SS-60 
D2 RBB-523-60-65 
D2 RBB-523-65-70 
D2 RBS-523-70-75 

D2 RSS-523-75-80 
D2 RBB-523-80-85 
D2 RBB-523-85-90 
D2 RBS-523-90-95 
D2 RBB-523-95-100 

D2 RBS-523-100-105 
D2 RBB-523-105-110 
D2 RBB-523-110-115 
D2 RBB-523-115-120 
D2 RBS-523-120-125 

D2 RBS-523-125-130 
D2 RBB-523-130-135 
D2 RSB-523-1 35-1 40 
D2 RBB-523-140-145 
D2 RBS-523-145-1 50 

D2 R88-523-1S0-155 
D2 RSS-523-155-160 
D2 RSS-523-160-165 
D2 RBB-523-165-170 
D2 RSS-523-170-1 75 

D2 RSB-523-175-180 
D2 RBB-523-180-185 
D2 RBB-523-185-190 
D2 RBB-523-190-195 
D2 RBS-523-195-200 

Au 
OPT 

0,010 
0,009 

<0,002 
0,004 

<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

<0.002 
<0,002 
<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
<0,002 
<0,002 

0,006 
<0 ,002 
<0 ,002 
<0,002 
0,007 

<0,002 
o.oos 

<0,002 
<0, 002 
<0,002 

BC 
BONDAR-CLEGG 

PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

r12 RBS-523-200-205 <0,002 
D2 RSB-523-205-21 0 <0,002 
D2 RBB-523-210-215 <0,002 
D2 RSB-523-215-220 <0 ,002 
D2 RBB-523-220-225 <0 ,002 

D2 RBS-523-225-230 <0,002 
D2 RBS-523-230-235 <0 ,004 
D2 RBS-523-235-240 <0,002 
D2 RSB-523-240-245 <0,002 
D2 RBB-523-245-250 <0,002 

D2 R88-523-2S0-2SS <0.002 
D2 RSB-523-255-260 <0,002 
fl2 R88-523-2t.0-265 <0,002 
D2 RSS-523-265-270 0,014 
fl2 RBB-523-270-275 0,003 

D2 RBB-523-275-280 <0,002 
D2 RBS-523-280-285 0,066 
D2 RBB-523-285-290 0,02~ 
D2 RBB-523-290-295 0,024 
D2 RBB-523-295-300 2,300 

GeochemicaJ 
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PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CDRP, 
MR * JIM BARRON 
P. 0. BOX 485 
BEABWOODk so 
57732

Invoice » 13467» Page 1

Date * 23-BEC-88

Report Not 098-1630 
Project t NOME LISTED 
Reference! NONE LISTED

£^40h60 Analyses of Gold 
SubtotbI

S 3 is p 1 e Preps r »t i o n
60 Samples of Asssy Prep 

1 Ssmp1e of Ssmp1e P1ckup 
Subtotal

Miseellsneous Charges
4% S. D ♦ STATE SALES TAX 
27. DEABW00D CITY SALES TAX 

S u b t o t a 1

Invoi

s t $ 6*50 $ 390*00
% 390.00 * 390.00

31 $ . 0 0 $ 180.00
at $12*00 %

%
12.00

192.00 $ 192.00

$ 5.28
$
$

2.64
7*92 $ 7.92

Totali $ 589.92 U

'55
'J C c)

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-ClEGG 

• 

BROHM MINING CORP. 
MF:., ,J 1 M DARRON 
P.O. BOX 48::'i 
DE1~1flW00D, tHI 
r.:-- .. .,..., •• A ... 1 
,J., .,r ,-•~ 

S .,rn, P 1 f'1 P re;::· a r· a.ti on 
60 SamPle• of Ass~~ Prer 

,,. 

at $ 

at $ 

In\loice 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

13467, 

Date 23-DEC-88 

RePcrt No: 098-1630 
ProJect NONE LISTED 
Reference: NONE LISTED 

L ~ ::) 0 ;j; :590 . ()0 \J 

$ 3 S,' () • 00 ·~ 390 

-· ,.:, .01) $ 180.00 

; ')0 

1 SamPle of Sample Pickup 
Subt.() t.a 1 

;;,,t $ 1 :2 .oo $ 12 . (){) 

Miscellaneous Charies 
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

f <;., r,_, - L .. , 
' _, ' , I .... ~ 

Subtotal 

In<.,clic<,' Total;. 

/c -- :re"\ 
\. -~ . ) 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

:j\ 192 • 00 $ i ·;:· 2 ,. 0() 

i 589.9::~ u.~.,-
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980'West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-1631 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: erohm mining corp. submitted by: j. barron

PROJECT: NONE LISTED _________________ ____________________________DATE PRINTED! 23-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 35 0.002 OPT Fire Assay

nL.
Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 35 2 -150 35 Assay Free 35
Semple Pickup 1

REMARK'S: FINAL RESULTS ARE REPORTED*

2 RESULTS REPORTED FOR ONE SAMPLE.

REPORT COPIES TO! MR. JIM BARRON 
MR. JIM BARRON

INVOICE to: MR. JIM BARRON

Bondar-Clegj!, Inc. 
129 We\ Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1631 (COMPLETE) 
'-------

!~NT! BROHM MINING CORP, 
~ECT! NONE LISTED 

ORDER ELEMENT 

Au Gold 
2 Au Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

35 

REMARKS! FINAL RESULTS ARE REPORTED, 

BC 
BONDAR-Clf.GG 

NUMBER CF LOWER 
ANALYSES DETEC TION LfNIT EX TRACTION 

35 0,002 OPT 
1 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

35 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 23-DEC-88 

METHOD 

Fire Assa!:/ 
Fire Ass~!:/ 

SAMPLE PREPARATIONS NUMBER 

As~a!:I Prep 
Sa111Ple Pickup 

3: 
1 

2 RESULTS REPORTED FOR ONE SAMPLE, 

L 
REPORT COPIES TO! MR, JIM BARRON 

MR. JIM BARRO~l 
INVOICE ro: MR, JIM BARRON 

------------------------~ 
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Bondar-Clegg, Inc.
I2980 Wan Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1631 project: none listed page i

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

D2 R88-523-300-305 Ot 126
D2 R88-523-305-310 0,028
D2 R88-523-310-315 0,024
D2 R88-523-315-320 0,047
B2 R88-523-320-325 0,051

D2 R88-523-325-330 0,055
D2 R88-523-330-335 0,112
B2 R88-523-335-340 0,042
D2 R88-523-340-345 0,037
H2 R88-523-345-350 0,007

D2 R88-523-350-355 0,020
D2 R88-523-355-360 0,033
D2 R88-523-360-365 0,024
D2 R88-523-365-370 0,025
D2 R88-523-370-375 0,012

B2 R88-523-450-455 <0,002
D2 R88-523-455-460 0.006
D2 R88-523-460-465 0,007
D2 R88-523-465-470 0.017
D2 R88-523-470-475 0,029

Bondar-CleAA, Inc. 
12l ~, W ;i C"edar Dr. 
I akc\\ood, Colorado 80228 
(303) 989-1404 

C REPORT: 098-1631 

I SAMPLE ELEMENT 
NUMBER UNITS 

D2 RSS-523-300-305 
D2 RBB-523-305-310 
D2 RBB-523-310-315 
D2 RSS-523-315-320 
D2 RSS-523-320-325 

D2 RSB-523-325-330 
D2 RBB-523-330-335 
D2 RSB-523-335-340 
D2 RBB-523-340-345 
D2 RSS-523-345-350 

D2 RBS-523-350-355 
D2 RBB-523-355-360 
D2 RBB-523-360-365 
D2 RBB-523-365-370 
D2 RBB-523-370-375 

D2 RSS-523-375-380 
D2 RBB-523-380-385 
D2 RSB-523-385-390 
D2 RBB-523-390-395 
D2 RBB-523-395-400 

D2 RBS-523-400-405 
D2 RSS-523-405-410 
D2 RBB-523-410-415 
D2 RBB-523-415-420 
D2 RBS-523-420-425 

D2 RBB-523-425-430 
D2 RSS-523-430-435 
D2 RSB-523-435-440 
D2 RSS-523-440-445 
D2 RSS-523-445-450 

D2 RSS-523-450-455 
D2 RSS-523-455-460 
D2 RSS-523-460-465 
D2 RBS-523-465-470 
D2 RBS-523-470-475 

AU 
OPT 

0,126 
0,028 
0,024 
0,047 
0,051 

0,055 
0,112 
0,042 
0,037 
0,007 

(l,020 
0,033 
0,024 
0,025 
0,012 

0,013 
0,005 

<0 ,002 
<0,002 
t;0,002 

0,056 
0,011 
0,014 
0,006 
0,015 

0,013 
0.022 

<0 ,002 
0,003 
0,020 

<0,002 
0,006 
0,007 
0,017 
0,029 

BC 
BONDAR-Cl.EGG 

Au 
OPT 

0,005 =: ,CJ$<::) 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CQRP, 
MR, JIM BARRON 
F’,0, BOX 485 
DEADWOOD > SB
57732

Invoice , 13466? P 3 e 1

Date J 23 -DEC-- 88

Report No! 
Project l 
Reference!

098-1631 
NONE LISTED 
NONE LISTED

1 Analyses of Bold 
Subtotal

et $ 0*00 $ 
$

0,00
0,00 $ 0,00

Analyses of Bold 
Subtotal

at t 6,50 *
%

227.50
327.50 iC J *

Sample Preparation
35 S a m p 1 e s o f A s s a y P r e p 

1 Semple of Sample Pickup 
Subtotal

at $ 3,00 $ 105.00
at $12,00 $ 12,00

$ 117.00 $ 117,00

Miscellaneous Charges
4% S.D• STATE SALES TAX 
2"i DEADWOOD CITY SALES TAX 

Subtota1

$ 3.28
$ 1,64
$ 4,92 $ 4.92

Invoice Total! ♦ 349,42 U,S

75
J

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

-
BC 

,.,._. - -

BONDAR-CLEGG 

BROHM MINING CORP. 
MR, ,.II?; Bt,F:RDN 
F· • 0 • B O X 4 8 ~-: 
'f.tE.~1DWOOD !I 

13[1 

,,"--

I'll<:.• l "1: t_>·,c• uf Go 1 d 
~:ublolc.-1 

~~:·:: (111,::1'.'-f~<:, of Guld 
~;ub l.utcl 

i_;~mf le Prt2F"::'1·c::tio11 
'J ~J S <I II!,., 1 t: ·,; U f fl:;; '.ii ia~ ~; I'' 1' ,.• I-' 

J s~.n1i·l,1 c.if f.di\fr·l•.• F':i1:l1 1.Jl' 

~:1.1L>Lutal 

Vi.t·0c-e1 l.:in~ot1i, Cl1,}1·!.3(!~ 

1% s.n. STATE SALES TAX 
2% DEADWOOD CITY SALEf rAY 

bub t,,:, t.,.J l 

J l"l'/0 i C".' 

LI 3 ti..' 

Boodar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

13·16b, 

. 23-DEC-8'.? 

R~?r-·, .. )1·t No: ()C.:·S··lc.-31 
/!ONE LISTED 
tlOME LISTED 

F'roJect 
F'~1 ft:i 1~cnce: 

o.oo 
(). 00 

dt $ t.50 $ 227.~0 
$ 2·27. ~)0 

dl. 1; 3,00 '.f 
id '!'12,00 ':I" 

:l.0~5.00 
12 • (: (· 

3 ,,·::8 
1 • 6 11 
4 '7'2 

0. ·)O 

$ U.7,00 

j: ,, I\. 92 

T1,l1oic-€: Tot.ail Z ~- 349.4) U,H .. 

! ' ( \ / , 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Clq>g,4nc.
1298(fWest Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT) 098-1633 ( COMPLETE > REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT: NONE LISTED _____________ DATE PRINTED: 23-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 26 0,002 OPT Fire Assay

Bondar-Ck:gg, nc. 
129 est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1~ 

C REPORT! 098-lt,33 ( COMPLETE l 

I CLIENT: BROHM MINING CORF', 
~ OJECT! NONE LISTED 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

26 

REMARKS! FINAL RESULTS ARE REPORTED, 

BC 
BONDAR-CLEGG 

L 

NUMBER OF LOWER 
ANALYSES DE'ICTION LIMIT EXTRACTION 

26 0 ,002 OPT 

SIZE FRACTIONS NUMBER 

2 -150 26 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SLIBMITTEil BY! J, BARRON 
DATE PRINTED! 23-0EC-88 

METHOD 

Fi re Assay 

SAMPLE PREPARATIONS NUMBER 

Assay Prep 
Exces;1ve Wetness 
Sa11Ple Piel.UP 

26 
472 

1 

REPORT COPIES TO! MR, JIM BARRON INVOICE TO! MR, JIM BARRON 
------------------------- ___________ ....J 

KR, JIK BARRON 

I I 

------------------------------------------' 
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Bondar-Clej£, file.
12980"West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404

BONDAR-CLEGG

REPORT! 098-1633 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-523-475-480 0,005
02 R88-523-480-485 0.007
02 R88-523-485-490 <0.002
02 R88-523-490-495 0.003
02 R88-523-495-500 <0,002

02 R88-523-500-505 <0.002
02 R88-523-505-510 0,003
02 R88-523-510-515 <0.002
02 R88-523-515-520 <0,002
02 R88-523-520-525 <0,002

02 R88-523-525-530 0.006
02 R88-523-530-535 0.004
02 R88-523-535-540 <0,002
02 R88-523-540-545 <0.002
02 R88-523-545-550 0,017

02 R88-523-550-555 <0.002
02 R88-523-555-560 <0.002
02 R88-523-560-565 <0,002
02 R88-523-565-570 <0.002
02 R88-523-570-575 <0.002

Bondar-C~, . 
12980 est Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1633 

SAMPLE 
NUMBER 

ELEMENT 
U~HTS 

D2 RSS-523-475-480 
D2 RSS-523-480-485 
D2 RSS-523-485-490 
D2 RSS-523-490-495 
D2 RSS-523-495-500 

D2 RSS-523-500-505 
D2 RSS-523-505-510 
D2 RSS-523-510-515 
D2 RSS-523-515-520 
D2 RSS-523-520-525 

D2 RSS-523-525-530 
D2 RSS-523-530-535 
D2 RSS-523-535-540 
D2 RSS-523-540-545 
D2 RBB-523-545-550 

D2 RBB-523-550-555 
D2 RSS-523-555-560 
D2 RSS-523-560-565 
D2 RSB-523-565-570 
D2 RBS-523-570-575 

D2 RBB-523-575-580 
D2 RSS-523-580-585 
D2 RSS-523-585-590 
D2 RSS-523-590-595 
D2 RBS-523-595-600 

D2 RSS-523-600-605 

Au 
OPT 

0,005 
0,007 

<0,002 
0,003 

<0,002 

<0,002 
0,003 

<0,002 
<0 ,002 
<0 ,002 

0,006 
0,004 

<0,002 
<0 ,002 
0,017 

<0 ,002 
<0 ,002 
<0,002 
<0,002 
<0 ,002 

<0,002 
<0 ,002 
0,004 

<0 ,002 
<0,002 

<0,002 

BC 
BONDAR-ClBiG 

PROJECT! NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR. JIM BARRON 
P »0 , BOX 485 
DEADWOOD r SB
57732

Inv oice 13 460 * Pssie 1

Date J 23-DEC-88

Repor t N ol 
P r o J e c t 1 
Referencel

093-1A33 
NONE LISTED 
NONE LISTED

r a^26 Analyses of Gold
j/VYV Subtotal

at 6,50 $
$

169.00
169.00

Sample Preparation
26 Samples of Assay Prep at i 3.00 $ 78.00

472 Samples of Excessive Wetness a t $ 0,15 $ 70.80
1 Sample of Sample Pickup at $1 2,00 % 12,00

Subtotal % 160.80

Miscellaneous Charges
4% S,D. STATE SALES TAX i 5,3?
2% DEADWOOD CITY SALES TAX % 2.70

Subtotal « 8.0?

* 169,00

$ 160,80

* 8,09

Invoice Tots11 $ 337.89 U.S.

hi • 5 2 5 ( '!7'

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

r 

·BC. Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

\' ~ 

BO DAR-CLEGG 

VROHM MINING CORP, 
Mf<. JIil f:ARRON 
r:·.o. f,OX 485 
11 E'. Alt ~IO Q rt , SD 
C: ., .., _,.) 

,J' / ,,:; 

~v---,?6 (-in l'..!H?t, uf Gu l rJ 
Club t.u la 1 

SdH1: le r'i'l:-.'J•of'c.' 1 .i (JI) 

L.6 s~mPle~ 0, ASJt.\°::J 

47:,_ S.~m',le· .. f E.~Cf./ 

Sc;mPle of SsmP Le 
St.dJ ol,al 

l i s c e l l ~ r 11? o 1J ~ C i I a r· ~ e ~ 

F· r,:.?;c.:. 

.:.; lVC {J,::tne1:,.,. 
f' l ~Y,UP 

4¾ S.D. STATE SALES TAX 
ix DEADWOOn CITY SALES T~X 

SuL1l.ot. iJ 

<J 

at. 
ii 

i3 

"' 

$ 

lnVO.lCe 13460, 

, :!3··DEC-88 

.~FO t No. 098-1633 
F' r· uJect f!ONE LIST ED 
r;:eferL•ncc->' NCttlE L tSTED 

t-- .. 50 169.00 
169.00 $ I ~ c-. .., 

3.00 $ 78.00 
(.'. 15 $ 70.80 

.oo 

$12,00 * 1.2.00 

$ 

160.80 

5. 3~' 
~ .. /u 
:, . oo 

$ 160 .80 

-~ 8.09 

I r,·Jo .u. 1..• To tc;; 1 ! $ :!3 .. 'l.89 l'.f~ 

( 
1

/ 7 ~ - ( C ~ J 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404 -~-

BONDAR-CLEGG

+ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ,-. 

BROHM MINING CORP, 
MR, JlH BARRON 
~· ,0, BOX 48'5 
DEADWOOD, SD 
57732 

+ 

BC 
BONDAR-CLEGG 

+ + + 

Geochemical 
Lab Report 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404--'

BONDAR-CLEGG

REPORT: 098-1634 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: erohm mining corf. SUBMITTED BY! J. BARRON
project: none listed DATE PRINTED: 6-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1288
Semple Pickup 1

remarks: final results are reported.

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 _., 

REPORT! 098-1634 <COMPLETE) 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

LJFERENCE INFO: NONE LISTED 

CLIENT! BROHM MINING CORP, SUBMITTED BY! J, BARRON 
PROJECT: NONE LISTED DATE PRINTED! 6-JAN-89 L.._ _____________________________ _ 

ORDER 

1 Au 

ELEMENT 

Gold 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION METHOD 

60 0,002 OPT Fire Assa!:! 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

60 

SIZE FRACTIONS NUHBER 

60 

SAHPLE PREPARATIONS NUMBER 

2 -150 

REMARKS! FINAL RESULTS ARE REPORTED, 

Assa!:! Prep 
E>:cessi ve Wetness 
Sa1Ple Pid~uP 

60 
1288 

1 __________ _, 

REPORT COP IES TO! MR, JIH BARRON INVOICE TO! MR, JIN BARRON L..___________ __________________ -------------------" 
1111:, Jrn llARR0~1 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1634 project: none listed page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-523-605-610 0*009 D2 R88-523-805-810 0.042
B2 R88-523—610-615 <0.002 D2 R88-523-810-815 0.045
D2 R88-523-615-620 <0,002 D2 R8S-523-815-S20 0.007
D2 R88-523-620-625 0.002 D2 R88-523-820-S25 <0.002
D2 R88-523-625-630 0.005 82 R88-523-825-830 <0.002

B2 R88-523-630-635 0,015 D2 R88-523-830-835 0.008
D2 R88-523-635-640 0,011 D2 R88-523-835-840 0,008
82 R88-523-640-645 <0,002 82 R88-523-840-S45 <0,002
82 R88-523-645-650 0,012 82 R88-523-845-850 0,003
D2 R8S-523-650-655 0,184 82 R88-523-850-855 0,003

82 RS8-523-655-660 0,099 82 R88-523-S55-860 0,004
82 R88-523-660-665 0.315 82 R88-523-860-865 <0,002
82 R8S-523-665-670 0,336 82 R88-523-S65-870 o.oos
82 R88-523-670-675 0,074 82 R88-523-870-875 <0,002
82 R88-523-675-680 0,210 82 R88-523-875-880 0.005

82 R88-523-680-685 0.062 82 R88-523-880-885 0.007
82 R88-523-685-690 0.074 82 R8S-523-885-890 0,012
82 R88-523-690-695 0.046 82 R88-523-890-895 0.005
82 R88-523-695-700 0,037 82 R88-523-895-900 0.012
82 R88-523-700-705 0,059 82 R88-523-900-905 <0,002

82 R8S-523-705-710 0.034
82 R88-523-710-715 0,023
82 R88-523-715-720 0,047
82 R88-523-720-725 0.021
82 R88-523-725-730 0,021

82 R88-523-730-735 0,018
82 R88-523-735-740 0,114
82 R88-523-740-745 <0.002
82 R88-523-745-750 0.019
82 R88-523-750-755 <0.002

82 R88-523-755-760 0.010
82 R88-523-760-765 0.040
82 R88-523-765-770 0.064
82 R88-523-770-775 0.044
82 RS8-523-775-780 0.092

82 R88-523-780-785 0.035
82 R88-523-785-790 0.130
82 R88-523-790-795 0.042
82 R88-523-795-800 0.015
82 RS8-523-800-S05 0.003

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1:4()4- • 

~ 

REPORT! 098-1634 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 R88-523-S05-610 
D2 RBB-523-610-615 
D2 RBB-523-615-620 
D2 RBB-523-620-625 
D2 RBB-523-625-630 

D2 RBB-523-630-635 
D2 RBB-523-635-640 
D2 RBB-523-640-645 
D2 RSB-523-645-650 
D2 RBS-523-650-655 

D2 RSB-523-655-660 
D2 R88-523-660-665 
D2 RSB-523-665-670 
D2 RSS-523-670-675 
D2 RSB-523-675-680 

D2 RBB-523-680-685 
D2 RSB-523-685-690 
D2 RBS-523-690-695 
D2 RSS-523-695-700 
D2 RSP.-523-700-705 

D2 RBB-523-705-710 
ll2 RBS-523-710-715 
D2 RSB-523-715-720 
D2 F:88-523-720-725 
D2 RBB-523-725-730 

D2 R88-523-730-735 
[12 RSS-523-735-740 
10 R88-523-740-745 
n2 RBB-523-745-750 
D2 R88-523-750-755 

D2 RBS-523-755-760 
D::'. RSS-523-760-765 
O? RSB-523-765-770 
ll2 fiBS-523-770-775 
D2 RSB-523-775-780 

Au 
OPT 

0,009 
<0,002 
<0.002 
0,002 
0,005 

0,015 
0,011 

<0,002 
0,012 
0, 184 

0,099 
0,315 
0,336 
0,074 
0,210 

0,062 
0,074 
0,046 
0,037 
0,059 

0,034 
0,023 
0,047 
0,021 
0,021 

0,018 
0,114 

<0,002 
0,019 

<0,002 

0,010 
0,040 
0,064 
0,044 
0,092 

BC 
BONDAR-CLEGG 

I PROJECT! NONE LISTED 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 RBB-523-805-810 0,042 
D2 RBB-523-810-815 0,045 
D2 RBS-523-815-820 0,007 
D2 RBB-523-820-825 <0,002 
D2 RBB-523-825-830 <0.002 

D2 RSB-523-830-835 0,008 
D2 RBB-523-835-840 0,008 
D2 RBB-523-840-845 <0,002 
D2 RSB-523-845-850 0,003 
D2 R88-523-850-855 0,003 

D2 RBB-523-855-860 0,004 
D2 R88-523-860-865 <0,002 
D2 RSS-523-865-870 0,008 
D2 RSB-523-870-875 <0 ,002 
D2 RSB-523-875-880 0,005 

D2 RBS-523-880-885 0,007 
D2 R88-523-885-890 0,012 
D2 RSS-523-890-895 0,005 
D2 RBB-523-895-900 0,012 
D2 R88-523-900-905 <0,002 

Geochemical 
Lab Report 

--------------------------------
It2 t,:88-523-780-785 0,035 
lt2 R88-523-785-790 0,130 
[12 RBB-523-790-795 0,042 
D2 R88-523-795-800 0,015 
ll2 RBS-523-800-805 0,003 

'---------------------------------
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
MR♦ JIM BARRON 
P.O. BOX 485 
BEADWOOD» SD 
57732

I nvoice * .135 7 5 j Pa a e 1

Date t 10-JAN-89

Report No: 098-1634 
Project l NONE LISTED 
Reference: NOME LISTED

60 Ana1«aes of Gold at $ 6 . 50 * 390.00
Subtotal i 390.00 $ 390

Sample Preparation
60 Saroplea of Assay Prep at * 3.00 t 180.00

1288 Samples of Excessive Wetness 3 t $ 0.15 $ 193.20
1 Sample of Sample Pickur at $1 2.00 $ 12.00

Sb t O t 3 1 * 385.20 $ 385

Misce.11 aneous Cheraes
4% S. D. STATE SALES TAX $ 13.01
2% DEADW00D CITY SALES TAX i 6.50

Subtotal * 19.51 $ 19

Invoice Total : $ 794

(tvS ~ S ^

/

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC ; 
I 

IIONDAR-CLEGG 

BROHM MINING CORP. 
Ml?. ,.JIM f:?,RF:ON 
P.O. BOX •185 
I:tFt"ittlJOOf1 ~ SD 

;;o h,i,:·1·-=•·,,i:1 -.,. of Gold 
r:;, __ ;b !;,.;-' t.a] 

Se m, l f: P re i-• c.~ r ~~ t :i (1 r, 
t~O S ·m:=- lP .... ,\r r,~:;.-:.au Prt:r---

1 ·1~~8 !7;.;,fHPlt!·:~ uf E::t..,·~•,.._,i•.lt.' Wf."t.t·itJ:.:S 

J. Si3tiiF"l\-~ t)i' SJlilPll} P.i.t.'i,UF' 
Sub tu ·!, ,:: 1 

M.is.c·t~1.1.~,,11c•ou·:.. Ci1e1 Je-; 
1% 3.D, STATE 2ALES TAX 
:z DE~DWOQD CITY SALES TA~ 

Sui.ilot,•1 

I11voice 

Re;-,ort No: 
F' r·oJt=:·::- t. 
F:efe renc~,: 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

i -, c.- - t.'" 
.J .::,~/ .J !I 

10--JAN-89 

o98-··1c,34 
NONE LISTEB 
NotlE LISTED 

at$ 6.50 t 390,00 
t 3°0. {)+) 

a t, ! ,:. 
et. "' (:, ,. 
.:, t. f, l~ 

• 0 () 
,. 15 
.o: 

$ 

:J; 

$ 

f. 

180,00 
:1?3+20 

l 3 • tJ l 

19 31 

I 1, ._. o i ~ e rut"' l : 

I' 
) / - ) 

( ( 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 We^edar Dr.

Lakewood, Colorado 80228
(3(6) 989-1404

BC
BONDAR-CLEGG

+ 

Bondar-Clegg, Inc. 
12980 Wer/4edar Dr. 
Lakewood, Colorado 80228 
(3 ) 989-1404 

BROHM MINING CORP, 
MR, JIM BARRON 
P,O, BOX 4B5 
DEADWOOD, SD 
57732 

+ + 

BC 
BONDAR-CLEGG 

+ + 

Geochemical 
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Bondar-Clegg, Inc.
12980 West Sedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT: 098-1436 ( COMPLETE ) REFERENCE INFO*, NONE LISTED

client: brohm mining corp, submitted by: j, barron

project: none listed date printed: 23-dec-ss

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 28 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER

D DRILL CORE 28

SIZE FRACTIONS NUMBER

2 -150 28

SAMPLE PREPARATIONS NUMBER

Assay Prep 28 
Excessive Wetness 641 
Semple Pickup 1

REMARKS: SAMPLE 1010-1015 WAS NOT RECEIVED WITH THE 
SAMPLE SHIPMENT,

FINAL RESULTS ARE REPORTED,

REPORT COPIES TO*, MR, JIM BARRON 
MR, JIM BARRON

INVOICE TO*. MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West ~ Dr. 
La~ewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1636 ( COMPLETE) 

CLIENT! BROHM MINING CORP, 
PROJECT: NONE LISTED 

BC 
BONDAR-CLEGG 

NUMBER Of LOWER 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 23-DEC-88 

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au 

SAMPLE TYPES 

D DRILL CORE 

Gold 

NUMBER 

28 

28 0,002 OPT 

SIZE FRACTIONS 

2 -150 

REMARKS! SAMPLE 1010-1015 WAS NOT RECEIVED WITH THE 
SAMPLE SHIPMENT, 

FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JHI BARRON 

fire Assa!! 

NUMBER SAMPLE PREPARATIONS NUMBER 

28 Assa!:! Prep 28 
E>:cessive Wetness 641 
Sample Pickup 1 

INVOICE TO! MR, JIM BARRON 



Geochemical
Lab Report

Bondar-Ckgg, Inc.
12980 West Cedar Dr.
I ,al£v. ood, Colorado 80228 .

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-1636 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-523-905-910 0,004
02 R8S-523-910-915 0.009
D2 R88-523-915-920 0,009
02 R88-523-920-925 0,004
02 R88-523-925-930 0,004

02 R88-523-930-935 0,010
02 R88-523-935-940 0,003
02 R88-523-940-945 <0.002
02 R88-523-945-950 <0,002
02 R88-523-950-955 <0.002

02 R88-523-955-960 <0,002
02 R88-523-960-965 <0.002
02 R88-523-965-970 <0.002
02 R88-523-970-975 0.004
02 R88-523-975-980 0,085

D2 R88-523-980-985 0.101 
D2 R88-523-985-990 0.010 
D2 R88-523-990-995 0.012 
B2 R88-523-995-1000 0.009 
B2 R8S-523-1000—1005 0.008 4--i—h—

T—
D2 R8S-523-1005-1010 0.006 
D2 R88-523-1015-1020 0.004 
D2 R88-523-1020-1025 <0.002 
D2 R88-523-1025-1030 0.003 
D2 R88-523-1030-1035 <0.002

. M 'r5M /

j I— L-j L1. u jii l

D2 R88-523-1035-1040 
D2 R88-523-1040-1045 
02 R83-523-1045-1050

0.006
0.008
0,005

Bondar-Clegg, Inc. 
12980 West O Dr. 
La wood, Colorado 80228 . " 
(303) 989-1404 

REPORT! 098-1636 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-523-905-910 
D2 RSB-523-910-915 
D2 RBB-523-915-920 
D2 RBS-523-920-925 
D2 RSS-523-925-930 

D2 RSB-523-930-935 
02 R88-523-935-940 
D2 RSB-523-940-945 
D2 RBB-523-945-950 
D2 RSB-523-950-955 

D2 R88-523-9SS-960 
D2 RSS-523-960-965 
D2 RBS-523-965-970 
D2 RBS-523-970-975 
D2 RBB-523-975-980 

D2 RSS-523-980-985 
D2 R88-S23-985-990 
D2 RBB-523-990-995 
D2 RBB-523-995-1000 
D2 RBS-523-1000-1005 

D2 R88-S23-100S-1010 
D2 R88-S23-1015-1020 
D2 RSS-523-1020-1025 
D2 RBB-523-1025-1030 
D2 R88-523-1030-1035 

D2 RBB-523-1035-1040 
D2 R88-S23-1040-1045 
02 RBB-523-1045-1050 

Au 
OPT 

0,004 
0,009 
0,009 
0,004 
0,004 

0,010 
0,003 

<0,002 
<0,002 
<0,002 

<0,002 
<0,002 
<0,002 
0,004 
o.oss 

0 ,101 
0,010 
0,012 
0,009 
0,008 

0,006 
0,004 

<0,002 
0,003 

<0,002 

0,006 
0,008 
0,005 

BC 
BONDAR-CLEGG 

/./! ''S.5,J .r. ~ 

I 

PROJECT! NONE LISTED 

I 

Geochemical 
Lab Report 

PAGE 1 
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BONDARCLEGG

Bondar-C’legg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MIMING CORF, 
MR, JIM BARRON 
P,0, BOX 485 
BEAHWOOD? SB 
57732

Invoice l 13454 * PaiSe 1

Date 5 23~ DEC-88

Report No*, 098-1636 
Project J NONE LISTED 
Reference*, NONE LISTED

28 Analyses of Gold St % 6,50 % 182,00
*A Subtotal % 182.00 t 182.00

Sample Preparation
28 Samples of Assay Prep- a t $ 3.00 $ 84,00

641 Samples of Excessive Wetness 2 t f. 0,15 $ 96.15
1 Sample of Sample Pickup at $1 2.00 % 12.00

Subtotal •$ 192.15 $ 192.15

Miscel1»neous Chsraes
4% S.B. STATE SALES TAX $ 6.57
27. DEADW00D CITY SALES TAX % 3.28

Subtotal i 9,85 $ 9.85

I n v o i c e T o t a i; $ 384,00 U

T % ' 57? (<yc V - (c Sc)

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

.-

[11volc:e 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

L:4':i , F' d. e l 
l~ROHM MT.MING CF.I. 
MH. J Irl t<Afd,;O,~ D _; l e ~, 3 DEC - '8 
F'.Cl. BOX HL 
f.tEMtWUflft SD 
,- 7; ~s 2 P r o .. i £' ·-~ t • ~' o ~ t 1. :c :; 1 ,~ 1, 

Rufer''".::~::!! r!Dt! TSfED 

.'8 :-Hi.:.l'.J.,<H, of Gold 
,, ,._;,_-.. JLcd 

SoR•f le F't·f!, ~r ... i.011 

..!8 S ni: ·18- of • 
41 Sdllll' 1, .. _ of E. .c ,.,~ iv, Wetnc~ 

1 S niPle sf Saraic-lc ·· tcl,ur­
cublo l. .~ 1 

M 1 1.: '"' .l •. 1, <::c- c.11.J.;; Ci I a r· g c t-
! ~ s.n. sr~rE cALFS T~~ 

., ., C E' AD t,,1 0 0 ! t C I T Y S /'1 LE G H\' 

~1.1l:• t.o t. l 

c.- I -. t ~ \ 

. • r,o 
I, !t C· • 1,. 
I, ,1'"' ,00 

!rt LI\((; f,1 .._.}' 

I r 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

:I. 1 '..1. (10 

.. 82. •O 

n I)(' •J 

?..:. • 1 ', 
·2.00 

Vi'~ 1 ~ 

6. ~i" 
3. 2 ' 
0. 8'" 

$ l ':.-2. 00 

l 9 :., • 1 : , 

38· , 0 · I I .• u t • 



Geochemical
Lab Report

Bondar-f'legg, Inc.
12980 VSfet Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDARCLEGG

t 

Bondar-f,legg, Inc. 
12980 \\h+-1"'',.,for Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHN MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

BC 
BONDAR-a.EGG 

t t t 

Geochemical 
Lab Report 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 Wesf£edar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1631 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: J, BARRON
project: none listed DATE PRINTED: 3-FEB-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 35 0,002 OPT Fire Assay
2 Au Gold 1 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 35 2 -150 35 Assay Prep 35
Sample Pickup 1

remarks: final results are reported,

2 RESULTS REPORTED FOR ONE SAMPLE.

REPORT COPIES TO*. MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: HR, JIM BARRON

Bondar-Clegg, Inc. 
12980 Wcste::edar Dr. 
Ukewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1631 <COMPLETE) 

CLIENT! BROHK HINING CORP, 
PROJECT! NONE LISTED 

ORDER 

1 Au 
2 Au 

ELEMENT 

Gold 
Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

35 

REKARKS! FINAL RESULTS ARE REPORTED, 

BC 
BONDAR-CI EGG 

NUKBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

35 
1 

0,002 OPT 
0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUKBER 

35 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 3-FEB-89 

METHOD 

Fire Assa!:! 
Fire Assa!:! 

SAMPLE PREPARATIONS NUKBER 

Assa!:! Prep 
Saa?le Pickup 

35 
1 

2 RESULTS REPORTED FOR ONE SAMPLE, 

REPORT COPIES TO! HR, JIM BARRON 
HR, JIN BARRON 

INVOICE ro: HR, JIH BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 West TTedar Dr.
Ltfkewood, Colorado 80228
(303) 989-1404

BC
BONDAR-CLEGG

REPORT! 098-1631 PROJECT! NONE LISTED PAGE 1

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

D2 R88-523-300-305 0*126
D2 R88-523-305-310 0,028
D2 R8S-523-310-315 0,024
D2 R88-523-315-320 0,047
D2 R88-523-320-325 0,051

D2 R88-523-325-330 0,055
D2 R88-523-330-335 0,112
D2 R88-523*335-340 0,042
D2 R88-523-340-345 0,037
D2 R88-523-345-350 0.007

D2 R88-523-350-355 0,020
D2 R88-523-355-360 0,033
D2 R88-523-360-365 0.024
D2 R88-523-365-370 0.025

. D2 R88-523-370-375 0,012

B2 R83-523-375-380 0,013
D2 R88-523-380-385 0.005
D2 R88-523-385-390 <0.002
D2 R88-523-390-395 <0.002
D2 R88-523-395-400 <0,002

B2 R88-523-400-405 0,056 0.005
D2 R88-523-405-410 0.011
D2 R88-523-410-415 0,014
D2 R88-523-415-420 0.006
D2 R88-523-420-425 0.015

D2 R88-523-425-430 0.013
D2 R88-523-430-435 0.022
D2 R88-523-435-440 <0.002
D2 R88-523-440-445 0.003
D2 R88-523-445-450 0.020

D2 R88-523-450-455 <0,002
B2 R88-523-455-460 0.006
D2 R88-523-460-465 0.007
D2 R88-523-465-470 0,017
D2 R88-523-470-475 0,029

Bondar-Clegg, Inc. 
12980 West edar Dr. 

ewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-1 631 

SAMPLE 
NUMBER 

ELEMENT 
UNITS 

D2 RSS-523-300-305 
D2 RSS-523-305-310 
D2 RSS-523-310-315 
D2 RSS-523-315-320 
D2 RSS-523-320-325 

D2 RSS-523-325-330 
D2 RSS-523-330-335 
D2 RSS-523-335-340 
D2 RSS-523-340-345 
D2 RSS-523-345-350 

D2 RSS-523-350-355 
D2 RSS-523-355-360 
D2 RSS-523-360-365 
D2 RSS-523-365-370 

. D2 RSS-523-370-375 

D2 RBS-523-375-380 
D2 RSS-523-380-385 
D2 RSS-523-385-390 
D2 RSS-523-390-395 
D2 RSS-523-395-400 

D2 RSS-523-400-405 
r12 RSS-523-405-410 
D2 RSS-523-410-415 
D2 RSS-523-415-420 
D2 RSS-523-420-425 

D2 RSS-523-425-430 
D2 RSS-523-430-435 
D2 RSS-523-435-440 
D2 RSS-523-440-445 
D2 RSS-523-445-450 

D2 RBB-523-450-455 
D2 RBB-523-455-460 
D2 RSB-523-460-465 
D2 RBB-523-465-470 
D2 RSS-523-470-475 

Au 
OPT 

0,126 
0,028 
0,024 
0,047 
0,051 

0,055 
0,112 
0,042 
0,037 
0,007 

0,020 
0,033 
0,024 
0,025 
0,012 

0,013 
0,005 

<0,002 
<0,002 
<0,002 

0,056 
0,011 
0,014 
0,006 
0,015 

0,013 
0,022 

(0,002 
0,003 
0,020 

<0,002 
0,006 
0,007 
0,017 
0,029 

BC 
BONDAR-CI EGG 

Au 
OPT 

0,005 

PROJECT: NONE LISTED 

Geochemical 
Lab Report 

PAGE 1 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado "80228

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1631 ( COMPLETE ) REFERENCE INF0J NONE LISTED

client: brohm mining corp, submitted by: J, BARRON
project: none listed DATE PRINTED: 3-FEB-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 35 0.002 OPT Fire Assoa
O
im Au Gold 1 0.002 OPT Fire Assas

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 35 2 -150 35 Assas Pree 35
Ssaple Pickup 1

remarks: final results are reported,

2 RESULTS REPORTED FOR ONE SAMPLE,

REPORT COPIES TO*, MR, JIM BARRON 
MR, JIM BARRON

INVOICE TO4, MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado '80228 
(303) 989-1 

REPORT: 098-1631 (COMPLETE) 

CL IENT! BROHM MINING CORP, 
PROJECT: NOHE LISTED 

BC 
BONDAR-ClE.GG 

NUMBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED: 3-FEB-89 

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au Gold 
2 Au Gold 

SAHPLE TYPES 

D DRILL CORE 

NUHBER 

35 

REMARKS! FINAL RESULTS ARE REPORTED, 

35 0,002 OPT 
1 0,002 OPT 

SIZE FRACTIONS 

2 -150 

2 RESULTS REPORTED FOR ONE SAHPLE, 

REPORT COPIES TO! HR, JIH BARRON 
HR, JIH BARRON 

NUHBER 

35 

Fire Assa1:1 
Fire Assa1:1 

SAMPLE PREPARATIONS NUMBER 

Assa1:1 Prep 
SaaPle Pickup 

INVOICE TO! HR, JIH BARRON 

35 
1 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Coloradf? 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT*, 098-1631 project; none listed PAGE 1

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

D2 R88-523-300-305 0.126
D2 RSS-523-305-310 0,028
D2 R88-523-310-315 0,024
D2 R88-523-315-320 0,047
D2 R88-523-320-325 0.051

D2 R88-523-325-330 0,055
D2 RS8-523-330-335 0,112
D2 R88-523-335-340 0.042
D2 RS8-523-340-345 0,037
D2 R38-523-345-350 0,007

D2 R88-523-350-355 0.020
D2 R88-523-355-360 0.033
D2 RSS-523-360-365 0.024
D2 R38-523-365-370 0,025
D2 R88-523-370-375 0,012

D2 R88-523-375-380 0,013
B2 R88-523-380-385 0.005
D2 R88-523-385-390 <0.002
D2 R88-523-390-395 <0,002
D2 R88-523-395-400 <0,002

D2 R88-523-400-405 0,056 0,005
D2 R88-523-405-410 0.011
D2 R88-523-410-415 0,014
D2 R88-523-415-420 0,006
P2 R88-523-420-425 0,015

P2 R88-523-425-430 0,013 
D2 R83-523-430-435 0,022 
D2 RB8-523-435-440 <0.002 
D2 R38-523-440-445 0,003 
H2 R83-523-445-450 0.020

D2 R88-523-450-455 <0,002
D2 R88-523-455-460 0,006
D2 R88-523-460-465 0.007
D2 R88-523-465-470 0,017
D2 R88-523-470-475 0,029

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorad 80228 
(303) 989-1 

REPORT! 098-1631 

SAKPLE 
NUKBER 

ELEKENT 
UNITS 

D2 RSS-523-300-305 
D2 RSS-523-305-310 
D2 RSS-523-310-315 
D2 RSS-523-315-320 
D2 RSS-523-320-325 

D2 RSS-523-325-330 
D2 RSS-523-330-335 
D2 RSS-523-335-340 
D2 RSS-523-340-345 
D2 RSS-523-345-350 

D2 RSS-523-350-355 
D2 RSS-523-355-360 
D2 RSS-523-360-365 
D2 RSS-523-365-370 
D2 RSS-523-370-375 

D2 RSS-523-375-380 
D2 RSS-523-380-385 
D2 RSS-523-385-390 
D2 RSS-523-390-395 
D2 RSS-523-395-400 

D2 RSB-523-400-405 
D2 RSS-523-405-410 
D2 RSS-523-410-415 
D2 R88-523-415-420 
D2 RBS-523-420-425 

D2 RBS-523-425-430 
D2 RBS-523-430-435 
D2 RSS-523-435-440 
D2 RSS-523-440-445 
D2 RSS-523-445-450 

D2 RSS-523-450-455 
D2 RBS-523-455-460 
D2 RSS-523-460-465 
D2 RSB-523-465-470 
D2 RSS-523-470-475 

Au 
OPT 

0,126 
0,028 
0,024 
0,047 
0,051 

0,055 
0,112 
0,042 
0,037 
0,007 

0,020 
0,033 
0,024 
0,025 
0,012 

0,013 
0,005 

<0,002 
<0,002 
<0,002 

0,056 
0,011 
0,014 
0,006 
0,015 

0,013 
0,022 

<0,002 
0,003 
0,020 

<0,002 
0,006 
0,007 
0,017 
0,029 

BC 
BONDAR·CI EGG 

Au 
OPT 

0,005 

PROJECT! NONE LISTED 

Geochemical 
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Drill Typo_________
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Coordinate*.

Casing Depth. 

Bearing____ I

Project 6>icr
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. Inclination. Date Started. /£... 7 r'S"
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Hole Surveyed_________
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Project bu., -r ~ 06-e 
State SD 

Date Started /z_., • · 1 · ~~ 
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Property 611--c &o~ i-
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Contractor Coordinataa , Projact Hola No ' 5*2-3
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Contractor ____________ _ 
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Project. 
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